
Dolomitic Quicklime

Metallurgical Industry Basic Oxigen Furnaces (B.O.B.) and electric furnaces

MAIN APPLICATIONS

Glass Industry Furnaces.

Chemical Industry In obtaining calcium carbonate and magnesum oxide.

CHEMICAL ANALYSIS

Max. Max. Max. Min. Min. Min. Max.
P.R. SiO2 R2O3 CaO MgO U.R. S
6

GRANULOMETRY

+ 0-3”1.5 1 55 28 170 0.025

PRESENTATION: 2 & 1 Ton. Supersacks or in bulk.
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